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Synergetic treatment of dye contaminated
wastewater using microparticles functionalized
with carbon nanotubes/titanium dioxide
nanocomposites†
Zheng Lian,abc Chaohui Wei,d Bin Gao,e Xiaogang Yang,b Yue Chan,f Jing Wang,g
George Zheng Chen, dh Kai Seng Koh,i Yong Shi,bc Yuying Yan,cj Yong Ren, *bc
Jun He *d and Fu Liu *k
The highly eﬃcient treatment of azo dye contaminated wastewater from the textile industry is an important but
challenging problem. Herein, polydimethylsiloxane (PDMS) microparticles, incorporating multiple-walled carbon
nanotubes/titanium dioxide (MWCNTs/TiO2) nanocomposites, were successfully synthesized to treat wastewater
containing Rhodamine B (RhB) dyes in a synergetic approach, by combining sorption and photocatalytic
degradation. The surfactant wrapping sol–gel method was applied to synthesize MWCNTs/TiO2
nanocomposites with TiO2 nanoparticles evenly distributed on the surface of the MWCNTs. The PDMS
microparticles were fabricated with an oil-in-water (O/W) single emulsion template, using needle-based
microﬂuidic devices. MWCNTs/TiO2 nanocomposites (at a weight ratio of 1%, and 2%, respectively) were
mixed with the PDMS precursor as the dispersed phase, and an aqueous solution of polyvinyl alcohol (PVA)
was used as the continuous phase. Highly monodispersed microparticles, with average diameters of 692.7 mm
(Coeﬃcient of Variation, CV ¼ 0.74%) and 678.3 mm (CV ¼ 1.04%), were formed at an applied ﬂow rate of the
dispersed and continuous phase of 30 and 200 mL min1, respectively. The fabricated hybrid microparticles
were employed for the treatment of RhB, involving a dark equilibrium for 5 hours and UV irradiation for 3
hours. The experimental conditions of applied PDMS type, mass loading amount, treatment duration,
photodegradation kinetics, initial concentration of pollutants and environmental pH values were investigated
in this work. The PDMS microparticles with 2 wt% MWCNTs/TiO2 nanocomposites can exhibit a removal
eﬃciency of 85%. Remarkably, an eﬃciency of 70% can be retained after the microparticles have been
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recycled and reused for 3 cycles. The PDMS–MWCNTs/TiO2 microparticles possess a superior performance
over conventional treatment approaches for dye contaminated wastewater, especially in recyclability and the
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prevention of secondary pollution. This work provides a feasible and eco-friendly route for developing an
eﬃcient and low-cost microﬂuidic method for treating complicated water environmental systems.

1. Introduction
Synthetic dyes contained in textile wastewater, such as azo dyes,
pose a great threat to the global aqueous environments and

even damage the aquatic life.1 Azo dyes are generally considered
hard to degrade, because of the stable aromatic structures with
nitrogen–nitrogen double bonds.2 Many eﬀorts have been made
to exploit feasible solutions to mitigate their negative impacts,
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such as physisorption, chemical treatment, advanced oxidation
processes, biological decomposition, photodegradation, and
electrocoagulation.3–7 Among these treatment techniques, it is
preferable to promote eﬃcient and eco-friendly methodologies
that contribute minimal secondary pollutants from the treatment processes or chemical residues. Recently, polydimethylsiloxane (PDMS) has been an attractive material
applied for organic compounds removal from water.8–11 It is an
elastomeric polymer, consisting of repeated units of
OSi(CH3)2O, which are advantageous for the uptake of hydrophobic organics in water/oil separation12–17 as well as the
selective sorption of small molecules dissolved in solutions.18,19
Dye molecules attach onto the surface of PDMS through interactions with nonpolar hydrophobic chains, such as methyl
branches, and then gradually migrate into the elastomer
matrix.20 Hence, PDMS can also be a good candidate for
microextraction applications or the removal of dye pollutants in
bodies of water. However, the eﬀect of removal by PDMS is
mainly attributed to physical sorption of target pollutants.
Therefore, further treatment is normally needed as the
contaminants are only transferred from one media to another
via a reversible physisorption mechanism, allowing for subsequent desorption back into the environment.
Heterogeneous photocatalysis provides an alternative solution to eliminate organic compounds in a more complete and
green manner. Anatase TiO2, among the three common titanium polymorphs (anatase, rutile, brookite), has the highest
photodegradation ability, showing to degrade a range of organic
species to CO2, H2O as well as other mineral acids under irradiation.21,22 Thus, it has been widely utilized in environmental
pollution mitigation methods such as water purication and air
pollution treatment.23,24 The photocatalytic reactions should be
performed under visible or UV light due to the large band gap of
anatase TiO2 (Ebg ¼ 3.2 eV). Electrons in the valence band of
a semiconductor (i.e. TiO2) are excited to the conduction band,
leaving a hole with positive charge. The generated hole subsequently leads to the formation of free radicals that exhibit
strong oxidizing properties to break chemical bonds of organic
molecules, an example of this, using TiO2 in an aqueous solution, is described below:25,26
TiO2 + hn (irradiation) / TiO2 (e + h+)

(1)

h+ + H2O / H+ +$OH

(2)

e + O2 / $O2

(3)

Pollutants + $OH / degradation products

(4)

Pollutants + $O2 / degradation products

(5)

However, the recombination of photon generated electron–
hole pairs may occur in a scale of nanoseconds and which
signicantly limits the photodegradation eﬃciency.27 In recent
decades, CNTs have been widely used as substrates and electron
acceptors for TiO2 due to the higher work function (4.95 eV) than
TiO2 leading to electron diﬀusion from TiO2 to CNTs, preventing
the recombination of the electron–hole pair.28 Moreover,

This journal is © The Royal Society of Chemistry 2020

photocatalytic eﬃciency of the composite could be enhanced,
owing to the high charge carrier mobility, the overall adsorption
capacity, electron scavenging ability.29,30 Many approaches have
been developed to deposit TiO2 onto the surface of CNTs. For
instance, Gao et al.31 promoted surfactant-wrapping sol–gel
methods to synthesize CNTs/TiO2 nanocomposites with even
distribution of TiO2 nanoparticles on the surface of the MWCNTs
and displayed high photocatalytic eﬃciency on Methyl Blue under
UV-A irradiation. Zhu et al.32 fabricated rice grain-shaped
MWCNTs/TiO2 nanocomposites via the electrospinning method
in order to successfully decompose a Alizarin Red dye. Liu et al.33
synthesized double-walled carbon nanotubes-TiO2 hybrid by a/the
hydrothermal method to eﬃciently deal with sulfathiazole under
visible light irradiation. Hamid and coworkers34 also developed
CNTs/TiO2 composites through a modied sol–gel method to
degrade Black 5 dye. Li et al.35 fabricated SWCNT/TiO2 nanocomposites (single-walled carbon nanotubes) using a/the lowtemperature hydration and evaporation-drying process for bacteriophage MS2 inactivation and nitrobenzene degradation under
UV-A irradiation. Though, the enhancements of these reported
methods have signicantly enhanced the overall photocatalytic
reaction eﬃciency, all reported composites that are compared
used TiO2 alone. Furthermore, recycling of nanocomposites aer
the treatment and secondary water pollution due to nanocomposite residues are some of the remaining challenges faced.
A potential solution for these remaining challenges is the
immobilization of nanoparticles onto substrates. Typically, the
substrates are much larger than the nanocomposites, allowing
for recycling and recovery by simple ltration. In addition, the
substrate could act as sorbents to enhance the treatment process,
creating synergetic eﬀects that combine sorption and photodegradation of pollutants in the composite materials or performing self-clean surfaces.36 Hickman et al.37 provided evidence
for this concept by fabricating a porous PDMS/TiO2 sponge to
sorb and photodegrade organic compounds; while Lee et al.38
developed this further by demonstrating recyclable TiO2 hybrid
sponges with PDMS to treat variety of pollutants by sorption and
photo-degradation. It was shown that the integration of TiO2
nanoparticles into PDMS can not only contribute to the photodegradation eﬃciency but also modify physical and chemical
properties of the PDMS substrate, increasing the strength and
strain at break,39 improving corrosion and temperature resistance as well as water impact.40 However, the previous work discussed above was based on dispersion or embedding TiO2
nanoparticles into bulk materials and may lead to low eﬃciency
or even waste of substrate materials. In recent years, increased
attention has been given to droplet microuidics, with the
promotion of widespread adoption of this technique to many
industries such as chemistry, food, cosmetics, and pharmaceutical industries.41,42 Microuidics could manipulate droplets into
tailored sizes, shapes, structures and components in microscale
resolution. A microuidic platform consumes a relatively small
amount of raw materials to realize high synthesis eﬃciency of
droplets. These controllable droplets are formed using diﬀerent
templates such as single emulsion, double emulsion, Janus,
multiple cored, higher order of emulsion templates, and so
on.43–46 Produced droplets can then be solidied, under thermal
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or irradiative conditions, to form microparticles. It is important
to highlight that the solidied microparticles exhibit varying
functions, depending on the dopants added. For example, Han
et al.47 adopted microuidics to combine chitosan with TiO2 to
generate chitosan/TiO2 microparticles for treatment of methylorange dye.
To the best of our knowledge, there has been no work reported
about the generation of microparticles using microuidic techniques that combine MWCNTs/TiO2 and PDMS for the purpose
of wastewater treatment. In this research, we employed the
surfactant wrapping sol–gel method to fabricate MWCNTs/TiO2
nanocomposites, with a uniform distribution of TiO2 deposited
on the surface of MWCNTs. The MWCNTs/TiO2 nanocomposite
was further integrated with PDMS, to make PDMS–MWCNTs/
TiO2 microdroplets, by microuidics via needle-based microuidic devices in parallel connection modes. The droplets were
thermally cured to form microparticles which were subsequently
used for the treatment of simulated wastewater containing
a model dye, Rhodamine B (RhB). In this work, the sorption
process and photodegradation ability of PDMS–MWCNTs/TiO2
microparticles under UV irradiation conditions were examined.
Recycling and reuse experiments of the microparticles were also
performed. This study enables a facile way to form functional
materials with micro/nano hybrid structure, leading to a deeper
understanding of the synergetic eﬀect between physical sorption
and photocatalysis, and will promote new insights for applying
microuidics in water treatment.

2.
2.1

Paper
acid and stirred for 30 min. This solution was labeled as Solution II. Solution II was added dropwise into Solution I, using
a syringe pump (Longer, LSP02-1B, China) at a pre-set speed,
under vigorous stirring; forming Solution III, which was
continually stirred for another two hours. Ammonia solution
was then added dropwise into Solution III until pH reached 7.
Another 10 mL ethanol was then added, and the mixture was
allowed stirred for an additional 30 min. The suspension was
subsequently centrifuged, and the precipitate was washed with
ethanol and dried in oven at 120  C for an hour. The dried
products were calcined at 500  C (KSL-1200X, China) for 30 min
aer which the nal products were carefully milled and
collected for use.
2.3

Characterization of MWCNTs/TiO2 nanocomposites

The fabricated MWCNTs/TiO2 nanocomposites were characterized by X-ray diﬀractions (XRD, Bruker D8 Advance, Germany) to conrm the degree of crystallinity, under an operation
condition of 2q from 10 to 80 with 0.02o s1 scanning speed.
Thermogravimetric analyses (TGA, EXSTAR6000 TG/DTA6300,
Japan) was utilized to quantitatively analyze the carbon
content in the composites. The samples were heated to 1000  C
with a heating rate of 20  C min1 in air. Scanning Electron
Microscope (SEM, ZEISS Sigma 500), Energy Dispersive X-ray
Detector (EDX, OXFORD INCA, assembled with SEM), Transmission Electron Microscope (TEM, JEOL JEM-2100F, Japan)
were applied to record and analyze the morphologies and
elemental compositions of the nanocomposites.

Materials and methods
Acid treatment of MWCNTs

1 g of MWCNTs (purchased from Aladdin, China) was mixed
with 60 mL concentrated sulphuric acid (99%, Sigma-Aldrich,
Shanghai, China) for one hour of ultrasonication until
a uniform dispersion was formed. Then, 40 mL concentrated
nitrogen acid (Sigma-Aldrich, Shanghai, China) was slowly
added into the mixture and reuxed at 115 to 120  C for 15 min
under vigorous stirring. The mixture was cooled to room
temperature aer the reaction, ltrated and washed with
deionized (DI) water until the pH of the ltrate was neutral. The
remaining black residue was dried in an oven at 60  C for ten
hours and milled into a powder for use.
2.2 MWCNTs/TiO2 nanocomposite fabrication by surfactant
wrapping sol–gel methods
In order to obtain evenly distribution of TiO2 along the
MWCNTs, the surfactant wrapping sol–gel method was implemented as developed by Gao et al.31 Sodium dodecylbenzenesulfonate (NaDDBS), titanium isopropoxide (TTIP), ethanol,
glacial acetic acid and ammonia solution were obtained from
Sigma-Aldrich, China. 35 mg acid treated MWCNTs was mixed
with NaDDBS solution under ultrasonication for 2 hours. Aer
sonication, the MWCNTs suspension was transferred into
a 20 mL ethanol beaker under slow stirring for 30 min. This
solution was labeled as Solution I. The predetermined amount
of TTIP was mixed with 15 mL ethanol and 3 mL glacial acetic

9212 | RSC Adv., 2020, 10, 9210–9225

2.4 Fabrication of PDMS–MWCNTs/TiO2 microparticles by
microuidics
For microuidic experiments, polyvinyl alcohol (PVA, SigmaAldrich, Shanghai, China) was dissolved in DI water at
a weight ratio of 5% as the continuous phase. PDMS (Sylgard
184 silicone elastomer) was purchased from Dow Corning (USA)
and applied as the dispersed phase which was a mixture of
10 : 1 weight ratio for monomer and curing agent. MWCNTs/
TiO2 nanocomposites were added into the monomer in a predetermined mass. The mixture was then stirred manually for
5 min and degassed under vacuum for 20 min. The microuidic
devices were assembled from two dispensing needles, polypropylene (PP) cross links, glass capillaries and silicon so
tubes. This needle-based microuidic device was based on work
by Li et al.,48 with the slight modication to make it glue-free, so
that the connection of each part was made by so tubes. The
needles utilized were dened as the inlet needle (21G, I.D. ¼ 510
mm, O.D. ¼ 800 mm) and outlet needle (20G, needle holder
removed, I.D. ¼ 600 mm, O.D. ¼ 900 mm) that were connected by
the cross link. The outlet needle (needle holder removed) was
linked to a thin glass capillary for better observation of the
formed droplets. Syringes were connected through the so
tubes to introduce uids into the microuidic device. The
PDMS precursor was pumped into the 21G-20G needle-based
microuidic device through the inlet needle under a ow rate
of 30 mL min1. The continuous phase was introduced through
the upper and lower entrance of the cross link at a ow rate of

This journal is © The Royal Society of Chemistry 2020

View Article Online

Open Access Article. Published on 05 March 2020. Downloaded on 4/6/2020 4:03:32 PM.
This article is licensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

Paper

RSC Advances

200 mL min1. Flow rates of each phase were controlled through
syringe pumps (Longer, LSP02-1B, China). The PDMS precursor
was sheared into droplets under the competition of shear force
and surface tension between the two phases that the process is
schematically illustrated in Fig. 1A. A 3D demonstration of the
PDMS–MWCNTs/TiO2 microdroplet generation process can be
found in Fig. S1 in the ESI.† Subsequently, the PDMS microdroplets were directed through the outlet needle that linked
with a glass capillary for observation and collection. The
mixture is dened as PDMS–MWCNTs/TiO2. For reference,
other types of PDMS are referred to as PDMS-P (pristine PDMS),
PDMS-M (PDMS + MWCNTs), PDMS-T (PDMS + TiO2, anatase
titanium dioxide purchased from Aladdin, China) that were
fabricated in the same manner. In the previous studies, it was
found that for a type of microparticles, the amount of pollutant
removed was mainly dependent on the mass of particles
released instead of particle sizes,9,49 hence in this research the
investigation was focused on the eﬀect of mass loading. In line
with this, the ow rates of each phase and modes of needles,
which could determine the sizes of microparticles were thus
xed in this study.
The fabricated PDMS microdroplets were collected in
a beaker and thermally cured to solid particles at 70  C for 2
hours oﬀ-site. PDMS microdroplets and microparticles were
observed under an optical microscope (N-800F, Ningbo Novel
Optics, China). A computer connected to this microscope
captured images and measure the target sizes using the soware ImageJ. At least 200 samples were captured and analyzed
with ImageJ. Average diameters (AD) and standard deviations
(STDV) were applied to calculate the value of CV as follows:
CV ¼

STDV
 100%
AD

(6)

We have developed a small microuidic component known
as two-way connector (TWC) to connect microuidic devices in

parallel, to enhance the production yields and therefore save
the use of additional pumps. In Fig. 1B, four 21G-20G needle
based microuidic devices connected by several TWCs to obtain
roughly fourfold yield compared with a single device. The
solidied PDMS–MWCNTs/TiO2 microparticles were washed
three times with DI water and stored at ambient conditions.

2.5 Sorption and photodegradation experiments of
Rhodamine B wastewater
The PDMS microparticles were released into small tubes that
contained RhB dye (Sigma-Aldrich, China) simulated wastewater. The tubes were xed in an OCRS-K mode photocatalytic
reactor (365 nm llers were equipped, Henan, China) that was
able to support the light source lamp in the center so that each
tube could receive irradiation equally. The reactor was equipped
with a motor in the bottom plate to provide stirring functions.
Working temperature of lamp was maintained by a cooling
water circulation unit at 10  C and the reaction temperature was
at room temperature. The reactor was installed in a dark case to
ensure dark environment and avoid inuence from exterior
lights. In the sorption experiment, the samples were placed in
dark environment with stirring functions turned on while in
photodegradation experiment, stirring, lamp and cooling unit
were turned on. Concentration measurement of sample water
was conducted on a Thermo Scientic Evolution 201 UV-Visible
Spectrometer (USA) with a scanning range from 700 nm to
300 nm and a scanning speed of 1 nm s1. Quantitative
measurements were set at the maximum absorption peak of
RhB (554 nm). The conversion of absorbance intensity to
concentration values were conduction by the preparation of
calibration curves of RhB solutions from 1 mg L1 to 20 mg L1.
The removal eﬃciency was calculated by:
h¼

C0  Ct
 100%
C0

(7)

Fig. 1 (A) Schematic illustrations of the microdroplets formation process in co-ﬂowing geometry, where the dispersed phase is PDMS precursor
with MWCNTs/TiO2 ﬁllers and DI water mixed with PVA as the continuous phase (B) needle-based microﬂuidic droplet generators connected in
parallel way for enhanced production rates of PDMS–MWCNTs/TiO2 microparticles.

This journal is © The Royal Society of Chemistry 2020
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where h is the removal eﬃciency, C0 the initial concentration
before treatment and Ct the concentration aer a period of time
t. This equation is tted for the calculation of removal eﬃciency
both for sorption and photodegradation. A 500W UV lamp was
employed as the light source for the irradiation of the RhB
solutions aer sorption by PDMS-P, PDMS-M, PDMS-T and
PDMS–MWCNTs/TiO2 (1% and 2%) microparticles. Aer the
investigation of the optimum treatment time, the dark balance
duration was xed at 5 hours and UV irradiation duration was
xed at 3 hours, unless a diﬀerent treatment time is specied.
HCl, NaOH and benzoquinone (BQ) were purchased from
Sigma-Aldrich, China, and isopropyl alcohol (IPA) and ammonium oxalate (AO) were obtained from Sinopharm, China for
the following experiments regarding pH environment and
active species identication.

3.
3.1

Results & discussion
Characterization of MWCNTs/TiO2 nanocomposites

XRD spectra were collected to characterize the diﬀraction
pattern of the fabricated MWCNTs and MWCNTs/TiO2 nanocomposites with carbon contents of 5 wt%, 10 wt% and 20 wt%
over TiO2. As indicated in Fig. 2A spectra (a), two key peaks can
be seen at 2q ¼ 26 and 43 for the acid treated MWCNTs.
However, when the MWCNTs were loaded with TiO2 (Fig. 2A
spectra (b), (c) and (d)) these peaks were reduced, showing that
there was no sign for reection peaks at 2q ¼ 26 and 43 in the
composites and typical reection peaks of anatase TiO2, for
example, (101) 25.3 , (004) 38 , (105) 47.7 , (204) 54.8 , were
observed instead. Therefore, this demonstrates that anatase
TiO2 is fully deposited onto the surface of MWCNTs during the
sol–gel process. TGA was also conducted on these samples to
investigate the carbon content. Fig. 2B shows that the MWCNTs
were completely decomposed aer 600  C, allowing for the
amount titanium in the MWCNTs/TiO2 nanocomposites to be
veried. The results in Fig. 2B suggest that the weight ratio of
MWCNTs in the fabricated composites were close to the theoretical calculation, thereby validating the fabrication process of

Paper
these nanocomposites. Furthermore, it was noted that the
diﬀerent carbon weight ratios could be roughly recognized from
the color change of the fabricated composites, as shown in
Fig. S2 of the ESI.†
The fabricated MWCNTs/TiO2 were structurally characterized using SEM and TEM, which are shown in Fig. 3 (5%, 10%
and 20% carbon contents). Fig. 3A and B demonstrate the SEM
and TEM images of MWCNTs/TiO2 nanocomposites with 5%
carbon contents, and Fig. 3C and D for 10% of carbon contents,
Fig. 3E and F for 20%, respectively. From the SEM images
(Fig. 3A, C and E) it can be seen that the MWCNTs were
uniformly covered by a layer of TiO2 aer the surfactant wrapping sol–gel method. The surface of the composites is rough
due to the presence of TiO2 agglomerated nanoparticles coating
the entire surface of the MWCNTs. Fig. 3B, D and F present the
TEM images of the composites of 5%, 10% and 20% carbon
contents, respectively, showing that the TiO2 nanoparticles are
closely attached onto the surface of the MWCNTs, further validating the surfactant wrapping sol–gel method. The peaks seen
in the EDX spectra in Fig. 4G yields additional insight into the
chemical composition of the MWCNTs/TiO2 nanocomposites,
providing evidence for the presence of C, O and Ti elements.
Furthermore, it should be noted that the hydrolysis speed is
a key parameter to be controlled during the sol–gel process. For
instance, a faster dropping speed of the Solution II may result in
a rapid hydrolysis of the precursor which is disadvantageous for
the even distribution of TiO2 onto the MWCNTs. Therefore, in
this experiment, a syringe pump was employed to control the
droplet transferring rate by strictly adding Solution II in dropwise manner as 0.5 mL min1.
3.2 Production of PDMS–MWCNTs/TiO2 microparticles
using microuidics
The MWCNTs/TiO2 samples were collected and then employed
as nanoller to mix with the PDMS precursor at weight ratio of
1% and 2%, respectively, as the dispersed phase in the microuidic system to form the PDMS–MWCNTs/TiO2 in water
microdroplets. It is noted that when the weight ratio of

Fig. 2 (A) From spectra (a) to (d) represent X-ray diﬀraction patterns of acid-treated MWCNTs, MWCNTs/TiO2 composites with a carbon content
of 5%, 10% and 20%, respectively. The peaks that are marked with “B” and “*” correspond to anatase phase TiO2 and MWCNTs, respectively. (B)
TGA data of the acid treated MWCNTs and the MWCNTs/TiO2 (5%, 10% and 20% carbon over TiO2).
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Fig. 3 (A) SEM of MWCNTs/TiO2 (5%) nanocomposite, (B) TEM of MWCNTs/TiO2 (5%) nanocomposite and (C) SEM of MWCNTs/TiO2 (10%)
nanocomposite, (D) TEM of MWCNTs/TiO2 (10%) nanocomposite. (E) SEM of MWCNTs/TiO2 (20%), (F) TEM of MWCNTs/TiO2 (20%) and (G) EDX
of MWCNTs/TiO2 (20%).

MWCNTs/TiO2 raised to 3%, it prevents the formation of
droplets, we attribute it to the signicant increase in viscosity,
which gives rise to higher capillary number. The ow regime in
microuidics can be reected by dimensionless number,
capillary number of the continuous phase and dispersed phase,
denoted as Cac and Cad, respectively, which both stand for the

This journal is © The Royal Society of Chemistry 2020

relative importance between viscous force and interfacial
tension as shown in the equation below:
Ca ¼

mV
s

(8)

where m, V and s represent dynamic viscosity, velocity of uid
phase, and interfacial tension between the two phases. Larger
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Fig. 4 (A) Photos of PDMS-P and PDMS–MWCNTs/TiO2 microparticles, the particle color turns to grey from transparent after incorporation of
MWCNTs/TiO2, the scale bar in white is 1 mm. (B) Schematic of PDMS–MWCNTs/TiO2 microparticles, the tube-shaped scatters on the surface of
the microparticle are demonstrated as the MWCNTs/TiO2 nanocomposites as illustrated in the right enlarged image. The white dots represent
the TiO2 nanoparticles.

capillary number of the continuous and dispersed phase
beyond a critical value can lead to the ow regime transition
from dripping to jetting or failure to produce droplets.
According to Huggins equation which relates the viscosity of
a polymer solution to the concentration by:
hn i
s
¼ ½n þ kH ½n2 c
(9)
c
where ns is the viscosity of a solution, [n] is the intrinsic viscosity
of the solution, kH is the Huggins coeﬃcient and c is the
concentration of the polymer in solution, it suggests that
a higher concentration of the polymer could result in a more
viscous liquid. To verify the hypothesis, the viscosities of the
dispersed phase formed by the PDMS solution added with 1%,
2% and 3% MWCNTs/TiO2 nanocomposites, respectively, were
measured by Rotational rheometer (Anton Paar Physica MCR301, Austria). It shows that they possess viscosity of 4.014,
5.296 and 7.1461 Pa s, respectively. Furthermore, we found the
particle sediment in the syringe when the ratio of MWCNTs/
TiO2 nanocomposites raised to 4%, which means PDMS could
not sustain more MWCNTs/TiO2 nanocomposites.
Hence, the stable maximum weight ratio of MWCNTs/TiO2
was determined to be 2% in this experiment. As shown in
Fig. 4A, the solidied PDMS–MWCNTs/TiO2 microparticles
displayed a grey color, attributed to the addition of 2% of
MWCNTs/TiO2 (5% carbon content). PDMS-P microparticles are
included for comparison with PDMS–MWCNTs/TiO2 (2%) with
a scale bar of 1 mm. A photo of collections of PDMS–MWCNTs/
TiO2 (2%) microparticles used in this research could be found
in Fig. S3.† Since MWCNTs/TiO2 was the only dopants within
PDMS–MWCNTs/TiO2 microparticles, the color change was
solely credited to the addition of the nanocomposite. A schematic of PDMS–MWCNTs/TiO2 microparticles is depicted in
Fig. 4B, where the spheres on the tube-shaped structure represented as the embedded TiO2 nanoparticles coating the walls of
the MWCNTs. The microparticles were ushed by DI water
three times before use, in order to fully remove possible residue
of PVA which may hinder the sorption of small molecules.
During the microuidic experiments, PDMS–MWCNTs/TiO2
microdroplets (1% and 2%) were collected and captured under
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an optical microscope, as shown in Fig. 5A and B, respectively.
The microdroplets revealed high uniformity, with measured
average diameters of 695.6 mm (CV ¼ 1.07%) and 682.8 mm (CV
¼ 1.15%) for 1% and 2%, respectively. Fig. 5C and D present the
solidied PDMS–MWCNTs/TiO2 microparticles with 1% and
2% addition, respectively. It was shown that aer the solidication of the microdroplets into microparticles the diameters
decreased slightly, with measured average diameters of 692.7
mm (CV: 0.74%) and 678.3 mm (CV: 1.04%) for 1% and 2%,
respectively. While both the droplets and solids were highly
monodispersed, in terms of overall sizes as the CV values were
all less than 1.5%, however, due to the intrinsic agglomeration
properties of TiO2, it is inevitable that some scattered clusters
are formed within the PDMS substrates, as seen in Fig. 5A and
B. Fig. 5E displays the SEM image of a surface of PDMS–
MWCNTs/TiO2 2% with a corresponding EDX spectrum in
Fig. 5F, conrming the presence of titanium, carbon, silicon,
and oxygen elements in the PDMS–MWCNTs/TiO2 samples.
3.3

Sorption of RhB solution using PDMS microparticles

The removal experiments were performed in batch mode for
simulated wastewater that containing RhB. In the removal
experiment, several types of PDMS microparticles with similar
particle sizes around 680 to 690 mm were applied to treat RhB
solution. During the dark balance, the RhB molecules primarily
overcome the boundary layer of the aqueous phase, conquering
the resistance of water. Then, the captured dye molecules could
migrate inside the PDMS. Then they would need to overcome
the resistance of the interface before moving deeper in the bulk.
Molecules that entered the PDMS near the interface has lower
concentration than that in the solution.20 With stirring conditions, they could constantly diﬀuse towards the PDMS, pushing
the molecules at the interface moving further in the PDMS. The
stirring environment could be recognized as a continuous
feeding system of RhB for the PDMS to increase molecules
contact with the PDMS and from the other side, to accelerate the
loss of molecules in the solution. During this process, some of
the molecules were adsorbed onto surfaces of nanollers
(MWCNTs, TiO2 and MWCNTs/TiO2). In Fig. 6A, 100 mg of
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Optical images of the fabricated PDMS–MWCNTs/TiO2
microdroplets and the solidiﬁed microparticles (A) and (B) for 1%, (C)
and (D) for 2%. (E) SEM image of surface morphology of PDMS–
MWCNTs/TiO2 2% microparticle and (F) EDX of PDMS–MWCNTs/TiO2
2% microparticles.
Fig. 5

PDMS–MWCNTs/TiO2 2% were soaked into a 10 mL tube containing 13 mg L1 RhB solution. The tube was then transferred
into a dark case under stirring of 1000 rpm. Sampling and
analytical measurement were carried out in 30 min, 1 h, 2 h, 3 h,
4 h, 5 h, 10 h and 24 h. Fig. 6A indicates that the obvious
removal of RhB occurred in the rst 5 hours aer which gradually reached to a constant value close to saturation. Further
increasing the treatment time to 10 h and 24 h could not obtain
signicant removal results. In spite of sorption, photocatalytical activities did not happen because of no irradiation
in this stage. Mass loading from 100 mg to 1000 mg with
increasing of every 100 mg were used to treat 10 mL RhB solution of 13 mg L1, given a ve-hour sorption time. The results
from Fig. 6B reveal that larger mass of microparticles released,
more contaminants could be removed. Because more particles
could provide larger numbers of available contact sites, allowing more target pollutants to attach. As can be seen from the
data, 100 mg PDMS–MWCNTs/TiO2 microparticles could only
reduce less than 10% of the concentration. The removal eﬃciency gradually increased with more sorbents dipped, for
instance, around 20% removal eﬃciency was achieved by
400 mg particles, and 45% removal was realized by 900 mg.
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Although the removal eﬃciency did not show signicant
enhancement from 500 mg to 900 mg, the sorption for such
number of particles required more time to reach sorption and
desorption equilibrium. This was validated based on the case of
1000 mg microparticles that 77% of dye was removed aer
a 24 h sorption. Although the dark balance time needs to be
ensured, 24 hours can be too long for some engineering
projects. According to the results above, overall, the dark time
for sorption was recognized as ve hours in order to ensure
a stable sorption of pollutants to be reached.
500 mg of PDMS-P, PDMS-T, PDMS-M and PDMS–MWCNTs/
TiO2 (1% and 2%, both used 5% carbon content of MWCNTs/
TiO2) were loaded into 10 mL, 13 mg L1 RhB solution. The dark
time for sorption balance was allowed to be ve hours and
stirring at 1000 rpm. In Fig. 6C, the peaks from UV-Vis spectrometry represent the contaminant le aer ve hours dark
balance. Based on the intensity of the RhB solution detected,
PDMS-P had the most limited removal eﬃciency and following
by PDMS-T, PDMS-M, PDMS–MWCNTs/TiO2 1% and PDMS–
MWCNTs/TiO2 2%. Although PDMS was able to absorb organic
molecules due to its hydrophobic property, it takes longer time
to perform sorption and desorption equilibrium for this mass
loading of microparticles. Quantitative analysis results from the
UV-Vis spectrometry results suggested that 7.7% of removal
eﬃciency was realized by PDMS-P in 5 hours, reducing only
1 mg L1 of concentration. This low eﬃciency was attributed to
the smooth and compact surface of the pristine PDMS. Additionally, unlike other organics that are highly soluble in PDMS
such as diisopropylamine, tetrachloromethane, hexane, acetate,
chloroform and toluene, the octanol–water partition coeﬃcient
for RhB is approximately 89 which is relatively lower than the
compounds mentioned above.20 Nanollers could alter surface
property of the substrates through their own surface properties,
hydrophilic or hydrophobic, as well as the modication of
surface roughness.50 In addition, carbonaceous materials could
normally increase the sorption eﬃciency due to the hydrophobic properties, van-der Waals interaction forces, hydrogenboding interactions, p–p stackings and electrostatic and
dispersion interactions. Therefore, PDMS-M achieved a higher
removal eﬃciency (app. 23%) than PDMS-P, as can be seen in
Fig. 6C. PDMS-T also performed a higher sorption eﬃciency
(app. 15.4%) than PDMS-P, as a result of dispersion of TiO2 into
PDMS, validating that the TiO2 nanollers could boost the
sorption eﬃciency.40,51 For PDMS–MWCNTs/TiO2, it was found
that higher MWCNTs/TiO2 density used in PDMS substrates,
higher eﬃciency was nally achieved, as can be seen in Fig. 6C
that the eﬃciencies are 23% and 38.5% for PDMS–MWCNTs/
TiO2 1% and 2%, respectively. This is because aggregations of
nanoparticles are in favor of hydrophobicity and concentration
increasement of nanoparticles tends to improve irregularity of
the surface morphology,52 as shown in Fig. 5E.

3.4 Photodegradation of RhB solution using PDMS
microparticles
Fig. 7A illustrates the residual concentration of RhB solution
aer photodegradation by PDMS-P, PDMS-M, PDMS-T and
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Fig. 6 (A) Sorption of RhB in 24 h PDMS–MWCNTs/TiO2 (2%). (B) Sorption of RhB by PDMS–MWCNTs/TiO2 (2%) with mass loadings from 100 mg
to 1000 mg. (C) Sorption of RhB by diﬀerent types of PDMS microparticles.

PDMS–MWCNTs/TiO2 (1% and 2%) microparticles. From the
peaks of RhB residual, it could be seen that PDMS–MWCNTs/
TiO2 (2%) performed the highest removal eﬃciency among all
types of PDMS microparticles. A control group of RhB solution
without any addition of PDMS or catalyst remained an
unchanged concentration throughout the whole treatment. As
expected, PDMS-P and PDMS-M did not show photocatalytic
activity due to the absence of photocatalyst, so the reduction of
the peak intensity was solely attributed to the continuous
sorption by the microparticles in this period of time.
However, since it is diﬃcult to exclude the sorption behavior
of PDMS microparticles during the photocatalytic activity, this
is a synergetic process that includes constant sorption and
photodegradation. It should be noted that when RhB molecules
were photocatalytic oxidized, the contact sites would be available to accept more RhB. Also, thanks to the optic properties,
PDMS is transparent so that allowing lights passing through the
substrates. Therefore, sorption could persistently contribute to
the reduction of the compound concentration. Table 1 lists the
calculated sorption eﬃciency and concentration values aer
dark balance (short for SO), the treatment eﬃciency of synergetic eﬀect in the 3 h irradiation period (short for SY, includes
the sorption (SO) and photodegradation (PD) in this period) and
the overall removal eﬃciency based on the nal reactant
concentration in the solutions. PDMS-P reached 23% overall
removal eﬃciency in the following three hours which was
similar with what PDMS-M achieved in the dark balance time.
Since there were no photocatalysis in these two kinds of
microparticles, the removal was achieved only attributed to the
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sorption. Because the same mass of particles was released and
the sorption took place under identical conditions, it could be
speculated that the nanoller, MWCNTs, only acted as a role to
speed up the sorption process of small molecules into the PDMS
bulk. For other PDMS microparticles, based on the concentration variance during the irradiation, it could be found that
PDMS-T presented a lower eﬃciency than PDMS–MWCNTs/
TiO2 1% and much lower than PDMS–MWCNTs/TiO2 2%.
Considering the whole process, PDMS–MWCNTs/TiO2 2%
degraded 85% of the organic compounds in total, bringing
down the concentration from 13 mg L1 to 2 mg L1 which was
45% higher than PDMS-T microparticles. Fig. S4† displays the
color change aer the synergetic treatment by those PDMS, and
the decoloration eﬀect by PDMS–MWCNTs/TiO2 2% was more
evident than other groups. MWCNTs played an important
supporting role as an electron acceptor for TiO2 in PDMS–
MWCNTs/TiO2 to prevent the recombination of electron–hole to
some extent, which was benecial from the conductive structure of MWCNTs. This also explained that PDMS–MWCNTs/
TiO2 1% had improved photodegradation performance with
overall enhancement of 15% than PDMS-T microparticles,
which was 38.5%. From the results, it could be also speculated
that PDMS–MWCNTs/TiO2 promoted a higher electron transferring eﬃciency and reducing the electron–hole pair recombination rate than that of PDMS-T. Noted that PDMS is nonconductive which is not constructive for the electron transferring, leaving PDMS-T in an adverse position during the
photodegradation. On the other side, PDMS–MWCNTs/TiO2 2%
facilitated more generation of the free radicals and induced
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(A) Photo-degradation of RhB by diﬀerent types of PDMS microparticles. (B) Photo-degradation of RhB in 180 min using PDMS–MWCNTs/
TiO2 (2%) with dark balance and (C) photodegradation kinetics of RhB by PDMS–MWCNTs/TiO2 2%, PDMS–MWCNTs/TiO2 1% and PDMS-T. The
calculated reduction rate constant of PDMS–MWCNTs/TiO2 2%, PDMS–MWCNTs/TiO2 1% and PDMS-T are 69  104 min1, 39  104 min1
and 25  104 min1, respectively. (D) Decolorization rate curves of RhB by PDMS–MWCNTs/TiO2 2%, PDMS–MWCNTs/TiO2 1% and PDMS-T
microparticles.
Fig. 7

Table 1

Treatment eﬃciency and concentration variance by various PDMS microparticles
C(SO,

RhB
PDMS-P
PDMS-M
PDMS-T
PDMS–MWCNTs/TiO2 1%
PDMS–MWCNTs/TiO2 2%

mg L1)

13
12
10
11
10
8

AB(%)

C(Final,

0
7.7
23.1
15.4
23.1
38.5

13
10
10
8
6
2

a stronger oxidation process than other types of PDMS microparticles based on the results.
500 mg of PDMS-T, PDMS–MWCNTs/TiO2 1%, PDMS–
MWCNTs/TiO2 2% were immersed into 10 mL 13 mg L1 RhB
solutions under dark balance and irradiation, with sampling
and concentration measured every 30 min. Fig. 7B demonstrates the peaks of RhB solution treated by PDMS–MWCNTs/
TiO2 2% microparticles from 30 to 180 min. As can be seen, the
concentration of the compounds declined with irradiation time
that nearly half of the pollutants were treated in 90 min and over
75% of dyes was degraded in 180 min. According to the dye
concentration at each time point, kinetics plots of PDMS-T,
PDMS–MWCNTs/TiO2 1%, PDMS–MWCNTs/TiO2 2% were
shown in Fig. 7C. The lines show that the reaction rate changes

This journal is © The Royal Society of Chemistry 2020

mg L1)

SY(SO+PD,
0
16.7
0
27.3
40
75

%)

R(Overall,

%)

0
23.1
23.1
38.5
53.8
84.6

are a linear function against the treatment time. So, the photocatalytic reaction could be expressed as pseudo-rst order
kinetics followed Langmuir–Hinshelwood model,53,54
ln(C0/C) ¼ kat

(10)

Here C0 is the concentration value aer the sorption equilibrium, C is the dye concentration at each sampling time point, ka
is the apparent reaction rate constant for dye degradation and t
is the reaction time. Here the calculated reduction rate constant
of PDMS–MWCNTs/TiO2 2% is 69  104 min1 which is higher
than that of PDMS-T of 25  104 min1 and PDMS–MWCNTs/
TiO2 1% of 39  104 min1. In Fig. 6D, the curves of the
decolorization rates of RhB with time are shown for these three
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Fig. 8 (A) Photo-degradation of RhB by PDMS–MWCNTs/TiO2 (2%) with mass loadings from 100 mg to 800 mg 3 h irradiation without dark
balance time and (B) the calculated treatment eﬃciencies.

types of PDMS microparticles, covering the whole treatment
process from the dark balance to the end of photodegradation.
During the photocatalytic reaction period, dye molecules
were constantly decomposed and reaction sites of TiO2 were
thus continuously recovered which were available for the
continuous uptake of the dye molecules. The photodegradation
process slowly reached to an equilibrium and was reected by
the apparent reaction rate constant as mentioned above. In the
next part of experiment, there was no dark balance time, but
only irradiation was implemented for variant mass loading of
PDMS–MWCNTs/TiO2 2%. Fig. 8A depicts the peaks of RhB
treated by the PDMS microparticles aer three hours of irradiation, for dealing with the same batch of dye pollutants as 10
mL, 13 mg L1 RhB solution, and the removal eﬃciencies were
calculated and shown in the Fig. 8B. From the intensity of
absorbance, it could be seen that more particles could enable
more dyes to be photodegraded, as expected. For example,
800 mg could lower the dye concentration from 13 mg L1 to
2 mg L1 in three hours, whereas 100 mg only achieved around
15% eﬃciency. Inset of Fig. 8A is a color comparison of RhB
solution without any addition of catalyst and with 1000 mg of
PDMS–MWCNTs/TiO2 2% microparticles aer photodegradation. The pink color almost vanished aer illumination
and there was no RhB detected from the water sample in this
case. The dark balance time is a signicant stage for highly

eﬃcient treatment, although it is challenging to examine photocatalytic reactions separately from the sorption. For instance,
given a dark balance time of 5 hours, 500 mg PDMS–MWCNTs/
TiO2 2% microparticles were capable of reaching a similar
eﬃciency to that of 800 mg without the dark balance time.
Owing to the uniformity of particles generated by microuidics,
it is possible to estimate the mass loading of particles required
prior to each treatment and thus saving raw materials based on
the calculation. Because microuidics is highly controllable in
terms of the composition, amount and size for droplet generation, it is also advantageous to tailor functionalized microparticles according to diﬀerent needs.
The photodegradation of RhB were attributed to the
destruction of benzene ring of RhB molecules because of
eﬀective cleavage of the conjugated chromophore structure
(C]O and C]N bonds). This could be veried from the
decreasing of the maximum absorption peak at 554 nm with
a blue shi, as shown in Fig. 9A, and the color of the solution
stepwise faded in the liquid phase. N-Deethylation also
occurred at the wavelength of 259 nm with the maximum
absorption peak declined.55 Three common active oxidant
species, hydroxyl radicals ($OH), superoxide radical ($O2) and
photogenerated hole (h+) could be veried during the photocatalytic reactions by employing scavengers or trapping agents
isopropyl alcohol (IPA), benzoquinone (BQ) and ammonium

Fig. 9 (A) Photo-degradation of RhB by PDMS–MWCNTs/TiO2 (2%) with mass loadings of 400 mg and 800 mg for investigation of degradation
mechanisms (B) RhB degradation by PDMS–MWCNTs/TiO2 (2%) with trapping agents.
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Fig. 10 Schematic of photodegradation process of RhB by PDMS–MWCNTs/TiO2 microparticles under UV irradiation.

oxalate (AO), respectively, during photocatalytic reactions.56,57 In
this experiment, three groups of 800 mg PDMS–MWCNTs/TiO2
2% microparticles were released to treat RhB solutions with the
addition of IPA, BQ, AO, respectively. Fig. 9B demonstrates the
RhB residual in solution aer three hours treatment with the
capture agents. It could be seen that the addition of AO only had
slight eﬀects on the degradation eﬃciency compared with the
blank group, indicating the photogenerated hole (h+) had
limited impact to the reaction. However, with IPA and BQ, the
photodegradation eﬃciency against RhB decreased signicantly, implying both $OH and $O2 had important contribution to the reaction and acted as the main reactive species
during the photodegradation. Based on this, a photodegradation mechanism of RhB by PDMS–MWCNTs/TiO2
microparticles is schematically illustrated in Fig. 10.
The sorption and photodegradation processes of RhB could
be inuenced by pH of the aqueous environment. The initial
concentration was 13 mg L1 for all the testing groups and
treatment results are listed in Table 2. CSO denotes for the
concentration of RhB in the liquid phase aer dark balance with
PDMS–MWCNTs/TiO2 2% microparticles. NaOH and HCl were
applied for preadjusted RhB solutions with pH values between
3.0 and 12.0. The pH values mainly aﬀected surface electronic
properties, catalyst adsorption characteristics and the state of
dye molecules, as a result of protonation of the amine

RhB concentrations variance after dark balance and irradiation under diﬀerent pH environment with initial concentration of
13 mg L1

Table 2

functionalities within RhB molecules.58,59 In the acidic media,
chemisorption dominates the process due to the cationic form
of RhB in this environment. In addition, the sorption process
could be restrained due to the presence of H+ ions, and electropositive charge is not protable for the photodegradation
process of RhB.59 The sorption eﬃciency of PDMS–MWCNTs/
TiO2 increases with pH values varying from 3 to 9 during which
chemisorption (MWCNTs/TiO2 on PDMS–MWCNTs/TiO2
surface) and physisorption (PDMS) had coaction for the uptake
of RhB. Meanwhile, RhB is in the zwitterionic form when
raising pH values and this could lead to an aggregation to larger
molecular forms of the molecules, so-called dimer, which is
benecial for a more eﬃcient removal by PDMS.60 Additionally,
alkaline media could facilitate the easy generation of OHc
radicals during the photodegradation. However, alkaline media
such as pH ¼ 12 adversely impacted the uptake of molecules as
physisorption dominate under this condition. Hence, the
results were limited by the environment although carbonaceous
materials owned polarizability which could enhance the physisorption due to the p cloud.
Table 3 lists RhB solutions with variant initial concentrations
from 4 mg L1 to 19 mg L1 and their treatment eﬃciency aer
the sorption and photodegradation. The data implies that higher
initial concentration is favorable for the uptake of more dyes

Table 3 RhB removal by diﬀerent initial concentration using 100 mg
PDMS–MWCNTs/TiO2 (2%), after sorption in dark following
photodegradation

C
pH

C(SO,

3
5
7
9
12

10
8
8
7
10

mg L1)
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C(Final,
6
3
2
1
4

(0, mg L1)

C(SO,

mg L1)

C(Final,

mg L1)

mg L1)

19
16
13
10
7
4

17
14
12
9
6
3

13
11
9
6
3
1
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under a given time. Although as mentioned above, the total
removal amount was dependent on the mass of sorbents
submersed in the liquid phase, more concentrated solution
occupied higher mass gradient between RhB solution and
microparticles, and thus, owing to a larger driving force for dye
molecules transferring to the microparticles. In other words, they
were easier to get rid of the resistance of the liquid to PDMS. On
the other hand, lower initial concentration of molecules, eventually was negative for the contaminants to be removed rapidly by
PDMS, as can be seen from the 7 mg L1 and 4 mg L1 groups.
However, if the sorption reached to the equilibrium rst, similar
concentrations decline was found during the photocatalytic
process. This suggests that the sorption process may domain the
overall treatment process. The reduction of concentrations during
irradiation also supported the eﬀective synergetic removal of RhB
by PDMS–MWCNTs/TiO2. In addition, the PDMS–MWCNTs/TiO2
2% microparticles with 10% and 20% carbon content of
MWCNTs/TiO2 nanocomposites were fabricated and tested in the
same fashion. The overall removal eﬃciencies for those two types
of PDMS–MWCNTs/TiO2 2% microparticles were around 69%
and 62%, respectively which were lower than the 5% carbon
contents group.
3.5 Recycling and reuse of PDMS–MWCNTs/TiO2 2%
microparticles
One of the merits to integrate MWCNTs/TiO2 nanocomposites
with PDMS by microuidics is to immobilize the nanopowders
to avoid serious agglomerations, and to prevent catalyst loss
and secondary pollutions to the aqueous environment. Meanwhile, the micro-scaled particles are easier to be recycled and
reused than nanocomposites. Since the diﬀusion speed of RhB
in PDMS is not high, thick and bulk PDMS substrate might lead
to a waste of the materials. The microscale of PDMS could
remove dye molecules in a more rapid manner due to the larger
surface areas with the help of stirring. PDMS microparticles
could elute out the residual RhB and get recovered by ushing
with water and exposing to light. The overall treatment eﬃciency of PDMS–MWCNTs/TiO2 microparticles could remain
round 70% aer three times of recycling and reuse.

4. Conclusions
MWCNTs/TiO2 nanocomposites were fabricated using the
surfactant wrapping sol–gel method. The nanocomposites were
characterized by a variety of analytical and morphological characterization techniques including XRD, TGA, SEM, EDX and TEM
to conrm the controlled formation of TiO2 nanoparticles on the
surface of MWCNTs. MWCNTs/TiO2 nanocomposites were
subsequently employed as a nanoller to mix with PDMS
precursor with a 1% and 2% weight ratio, respectively. The
mixture was utilized as the dispersed phase for the needle-based
microuidic devices, with ow rates of the dispersed and
continuous phase at 30 and 200 mL min1, respectively, to form
PDMS–MWCNTs/TiO2 microdroplets, which were then thermally
solidied to microparticles. The average diameters of the particles
were 692.7 mm (CV: 0.74%) and 678.3 mm (CV: 1.04%) for PDMS–
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MWCNTs/TiO2 1% and 2%, respectively. Other PDMS microparticles including PDMS-P, PDMS-M, PDMS-T were also generated
in this fashion. The microparticles were applied to treat Rhodamine B solutions via sorption and photodegradation processes.
500 mg of PDMS microparticles incorporating 2 wt% MWCNTs/
TiO2 nanocomposites can sorb 38.5% of RhB in 5 hours in dark
environment. Aer the dark balance time, RhB was continuously
photodegraded under UV irradiation for three hours and eventually around 85% overall treatment eﬃciency could be realized.
The photodegradation process t well with pseudo-rst order
kinetics, following Langmuir–Hinshelwood model. Furthermore,
it was found that the highest overall treatment eﬃciency was
achieved under an alkaline environment of pH 9. In addition,
higher initial pollutant concentration was of advantage for more
eﬃcient treatment. The microparticles are eﬃcient and environmentally compatible, and also exhibit promising synergetic
treatment capabilities for the sorption and photodegradation of
target pollutants even aer being recycled and reused for three
times.
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